Liang and Liu Nanoscale Research Letters 2014, 9:647
http://www.nanoscalereslett.com/content/9/1/647

® Nanoscale Research Letters

a SpringerOpen Journal

NANO EXPRESS Open Access

Synthesis and enhanced humidity detection
response of nanoscale Au-particle-decorated Zn$S
spheres

Yuan-Chang Liang” and Shang-Luen Liu

Abstract

We successfully prepared Au-nanoparticle-decorated ZnS (ZnS-Au) spheres by sputtering Au ultrathin films on surfaces
of hydrothermally synthesized ZnS spheres and subsequently postannealed the samples in a high-vacuum atmosphere.
The Au nanoparticles were distributed on ZnS surfaces without substantial aggregation. The Au nanoparticle diameter
range was 5 to 10 nm. Structural information showed that the surface of the annealed ZnS-Au spheres became more
irregular and rough. A humidity sensor constructed using the Au-nanoparticle-decorated ZnS spheres demonstrated a
substantially improved response to the cyclic change in humidity from 11% relative humidity (RH) to 33% to 95% RH at
room temperature. The improved response was associated with the enhanced efficiency of water molecule adsorption
onto the surfaces of the ZnS because of the surface modification of the ZnS spheres through noble-metal nanoparticle

decoration.
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Background

Semiconducting compounds have been proposed as poten-
tial materials for use in sensing devices for gas detection
and humidity measurement [1-4]. In particular, because of
their high surface-to-volume ratio, nanostructured semi-
conductors exhibit physical and chemical behaviors that
are superior to their bulk counterparts [5-7]. Among vari-
ous sensors, humidity sensors have crucial applications in
semiconductor electronics and food-processing industries.
Various semiconducting materials have been used in
humidity-sensing devices [8,9]. The ZnS-based humidity
sensors have been realized through complex processes or a
high-temperature process [10,11]. Humidity sensors based
on ZnS with a facile synthesis methodology are limited in
number. ZnS is one of the most crucial II to VI semicon-
ductor compounds [12]. ZnS has shown promise for use in
novel diverse applications including light-emitting diodes,
sensors, infrared windows, electroluminescent materials,
and flat-panel displays [3,12-15]. ZnS nanostructures can
be synthesized by various physical and chemical method-
ologies [3,16]. Although thermal evaporation has been
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widely used for synthesizing nanoscale ZnS, both the ex-
tremely high process temperature and complex process
control prevent the realization of high-performance ZnS-
based sensors [16]. From a morphological perspective,
enhancing the sensing performance of nanostructures con-
tinues to be challenging, despite their sensing properties
being superior to those of thin films and bulk materials.
Recently, surface functionalization with noble metals or
through noble-metal doping has been achieved, and it en-
hances the sensitivity and stability of nanostructure-based
sensors [17-19]. However, most of these studies have fo-
cused on gas-sensing behaviors, and there are few reports
on the humidity-sensing behavior. Recently, Pd**-doped
ZnO nanotetrapods were prepared and the humidity detec-
tion capability of ZnO was improved through noble-metal
doping [20]. Room-temperature humidity-sensing prop-
erties of boron nitride nanotubes have been enhanced
through surface decoration with Au particles [21]. In
this study, a combination of a chemical solution process
and the sputtering technique was used to prepare Au-
nanoparticle-decorated ZnS spheres. The effects of the
surface modification of ZnS-based humidity sensors through
Au-nanoparticle decoration were investigated in this study.
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The ZnS-based humidity sensor performance was observed
to be correlated with microstructural changes.

Methods
The zinc nitrate (Zn(NOs), - 6H,0) and thioacetamide
(TAA) were used as source materials to prepare hydro-
thermally synthesized ZnS spheres in this work [22].
The polyvinylpyrrolidone (PVP) was used as a surfactant
to control the ZnS sphere size. The 200-nm-thick SiO,/
Si (100) substrates were used as templates for deposition
of ZnS spheres. The reaction solution contains equimo-
lar of zinc nitrate (0.05 M) and TAA (0.05 M). The PVP
was subsequently added to the above solution. The reac-
tion solution was stirred at room temperature for 30
min. Subsequently, the reaction solutions and the sub-
strates were transferred into a Teflon-lined stainless steel
autoclave. The hydrothermal reaction temperature was
fixed at 130°C and the duration is 6 h. At the end of the
growth period, the substrates were removed from the so-
lution, then immediately rinsed with deionized water to
remove any residual salt from the surface, and dried in air.
For synthesis of Au-nanoparticle-decorated ZnS spheres,
Au ultrathin film was deposited onto the surfaces of the
hydrothermally synthesized ZnS spheres using a home-
built DC sputtering system. During deposition, substrate
temperature was maintained at room temperature, and
the deposition gas pressure was fixed at 20 mTorr with a
pure Ar ambient. The sputtering time and power for the
Au are 40 s and 20 W, respectively. The samples were fur-
ther annealed in a high vacuum chamber (base pressure
approximately 3 x 10°® Torr) at 300°C for 30 min to in-
duce ultra-thin Au film to form Au nanoparticles on the
ZnS surfaces (ZnS-Au). The 200-nm-thick SiO, layer
herein was used as an insulator layer. The ZnS and ZnS-
Au spheres were dispersed onto the SiO, layer. Subse-
quently, the silver glue was used to fabricate two metal
electrodes onto the ZnS/SiO, for electric measurements.
Crystal structures of the samples were investigated by
X-ray diffraction (XRD; Panalytical X'Pert Pro MPD) using
Cu K, radiation. Morphologies of the as-synthesized sam-
ples were characterized by scanning electron microscopy
(SEM; Hitachi S-4800), and high-resolution transmittance
electron microscopy (HRTEM; Philips Tecnai F20 G2)
was used to investigate the coverage and morphology of
Au nanoparticles on the surfaces of the ZnS spheres. The
energy-dispersive X-ray spectroscopy (EDS) attached to
TEM was used to evaluate the composition of the sam-
ples. Room temperature-dependent photoluminescence
(PL; JOBIN-YVON T64000 Micro-PL Spectroscopy) spec-
tra were obtained using the 325-nm line of a He-Cd laser.
The electrical characteristics of the ZnS-based sensors
were tested as a function of relative humidity (RH) with a
fixed applied voltage of 5 V in a home-built testing cham-
ber at room temperature. A computer was used to collect
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the signals from the sensor in the testing circuit. The RH
levels for the humidity sensor test herein were controlled
to be approximately 11%, 33%, 55%, 75%, 85%, and 95%
and a hygrometer was used to monitor RH levels in the
test chamber. The experimental setup has been described
elsewhere [23]. The different RH levels were generated by
referencing various saturated salt solutions in closed
chamber at room temperature [24]. The humidity sensitiv-
ity test of the samples was performed with the sample ini-
tially stored in the dry ambient (11% RH); subsequently,
the sensor was upon exposure to one of the higher se-
lected RH levels (33% to 95%). Finally, the sensor was re-
stored in the 11% RH environment again to finish a test
run.
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Figure 1 XRD pattern of the ZnS-Au spheres and SEM micrographs
of the ZnS spheres. (a) XRD pattern of the ZnS-Au spheres. (b)
Low-magnification SEM micrograph of the ZnS spheres. (c) High-
magnification SEM micrograph of the ZnS spheres.
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Results and discussion

Figure 1a shows an XRD pattern of the ZnS-Au spheres,
which reveals several Bragg reflections from the 111, 200,
220, and 311 planes of the cubic ZnS structure (JCPDS
No. 05-0566). No clear Au signals were detected; this
might be because the Au particles are small and content is
not large enough to contribute marked diffraction signals.
The XRD patterns show that highly crystalline ZnS
spheres were synthesized. Figure 1b,c presents SEM mi-
crographs of the synthesized ZnS spheres. The monodis-
persed ZnS spheres homogeneously covered the substrate.
The surface of the ZnS spheres was irregular. The mono-
dispersed ZnS sphere had a diameter of approximately
200 nm. In the Au-nanoparticle-decorated ZnS spheres
(data not shown here), the SEM micrographs provided in-
sufficient information to distinguish the change in surface
features of the ZnS spheres following Au decoration.
Detailed TEM studies, discussed in the next section,
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have further elucidated the microstructure of the Au-
nanoparticle-decorated ZnS spheres.

Figure 2a shows a low-magnification TEM image of a
single ZnS sphere prepared in this study. The TEM
image further indicates that the sphere has a rough sur-
face, which is in agreement with the observations made
from SEM micrographs. The ZnS sphere is composed of
many tiny ZnS crystals that are densely packed. The
HRTEM image taken from the outer region of the ZnS
sphere reveals clear lattice fringes in the ZnS sphere
(Figure 2b). Lattice spacings of 0.31 and 0.27 nm are
marked in the HR image, and they are assigned to the
{111} and {200} planes of the cubic ZnS phase, respect-
ively. The selected-area electron diffraction (SAED) pat-
tern of a ZnS sphere shows several clear diffraction rings
that correspond to the cubic ZnS structure, and the ZnS
sphere shows polycrystalline characteristics (Figure 2c).
The energy-dispersive X-ray spectroscopy (EDS) spectrum
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(f) HRTEM image taken from the local region of the ZnS subsphere.

Figure 2 TEM analyses of the ZnS spheres. (a) Low-magnification TEM image of a ZnS sphere. (b) HRTEM image taken from the local region
of the ZnS sphere. (c) SAED pattern of the ZnS sphere. (d) EDS spectrum of the ZnS sphere. (e) Low-magnification TEM image of the ZnS subspheres.
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of a ZnS sphere reveals that the sphere consists only of
Zn and S; no other impurity is observed (Figure 2d). A
TEM image of a ZnS sphere that collapsed during the
preparation of the TEM sample was used to understand
the formation mechanism of the ZnS sphere through
hydrothermal synthesis. In Figure 2e, ZnS subspheres
clearly have a diameter of approximately 50 to 60 nm.
The contrast in the TEM image reveals that these sub-
spheres are composed of many ZnS nanoparticles.
These nanoparticles have a diameter of approximately
10 to 20 nm. A typical HRTEM image of a ZnS nano-
particle is shown in Figure 2f. Clear and ordered lattice
fringes in the HR image reveal that each ZnS nanoparticle
has a single-crystal structure. In this study, the formation
of a ZnS sphere through hydrothermal synthesis was asso-
ciated with the time-dependent clustering of the ZnS
nanoparticles [22].

Figure 3a shows a TEM image of a ZnS-Au sphere.
The Au metallic particles exhibit a dark contrast in the
TEM image. Most Au nanoparticles dispersed on the
surface of the ZnS and partial Au nanoparticles were
mounted on the surface layer of the ZnS. No evidence of
large aggregations of Au nanoparticles is apparent. These
Au nanoparticles rendered the surface of ZnS porous.
Overall, the ZnS-Au sphere surface is more rough and ir-
regular than the pure ZnS sphere surface. An HR image of
a part of the surface of a ZnS-Au sphere reveals that
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the Au nanoparticle sizes are approximately 5 to 10 nm
(Figure 3b). A clear lattice spacing of 0.24 nm is ob-
served, and this value is assigned to the {111} plane of
Au. Figure 3c shows a SAED pattern of the ZnS-Au
sphere. In addition to the diffraction rings originating
from the ZnS phase, several rings from the polycrystal-
line Au phase are also observed. An EDS spectrum of
the ZnS-Au sphere revealed that the sample contents
were Zn, Au, and S, confirming that Au nanoparticles
decorated the ZnS sphere (Figure 3d). The Au-nanoparticle-
decorated ZnS spheres had an Au content of approxi-
mately 17.5 wt.%. TEM analyses revealed that ZnS
spheres that have Au metallic nanoparticles decorating
their surface can be obtained using a combination of
sputtering and high-vacuum postannealing processes.
Figure 4 shows PL spectra of ZnS spheres with and
without Au nanoparticle decoration. Two emission band
features can be observed: a blue emission band centered
at approximately 425 nm and a green emission band
centered at approximately 525 nm. Moreover, two iden-
tical emission band features were observed for the ZnS
spheres with Au-nanoparticle decoration; however, total
spectral intensity and the intensity ratio of the blue
emission band to the green emission band were lower. A
similar blue emission band has been reported in ZnS
with various morphologies. Generally, the blue emission
band is associated with the existence of crystal defects
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Figure 3 TEM analyses of the ZnS-Au spheres. (a) Low-magnification TEM image of a ZnS-Au sphere. (b) HRTEM image taken from the local
region of the ZnS-Au sphere. (c) SAED pattern of the ZnS-Au sphere. (d) EDS spectrum of the ZnS-Au sphere.
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Figure 4 PL spectra of the ZnS and ZnS-Au spheres. Each PL
spectrum was divided by two Gaussian deconvolution curves which
were centered at approximately 425 nm (blue line) and 525 nm

(brown line).

such as sulfur vacancies, interstitial sulfur, and zinc va-
cancies [4,25]. The green emission band has been associ-
ated with the surface states of ZnS [26,27]. However, a
similar green emission that has been reported in the Au-
catalyzed growth of ZnS nanowires is caused by the sub-
stitution of Zn ions by Au ions in the ZnS lattices during
high-temperature processes [28]. Such substitution can-
not explain the observed green emission band of pure
ZnS spheres in the present study because no Au was
used in the hydrothermal synthesis process. The distri-
bution of Au nanoparticles on the surface of ZnS further
quenched the PL spectrum intensity in this study. The
plasma-sputtering metal process might have damaged
the ZnS surface to a certain extent, and the subsequent
high-vacuum annealing process might have induced sur-
face sulfur atoms to fill the lattice vacancies. These ef-
fects might account for the difference in intensity ratio
of the blue emission band to the green emission band
between the PL spectra of ZnS spheres with and without
Au-nanoparticle decoration.

The synergistic effect of ZnS spheres decorated with
Au nanoparticles on the humidity-sensing performance
was further investigated. The resistance variation of ZnS
and ZnS-Au sensors was monitored by alternately ex-
posing the sensors to 11% RH (base humidity) and an-
other relative humidity value (33%, 55%, 75%, 85%, or
95% RH). Figure 5a,b shows typical humidity response
characteristics of the sensor resistance to the low (11%
RH)-high (85% RH)-low (11% RH) cycle. The response
was defined as Rp/Ry, where Ry, is the sensor resistance
at 11% RH and Ry, is that at the test RH level. The re-
sponse of the samples on exposure to 85% RH was ap-
proximately 17 and 28 for the ZnS spheres and ZnS-Au
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Figure 5 Humidity-sensing responses of the ZnS and ZnS-Au
sensors. Humidity-sensing responses of the ZnS and ZnS-Au sensors
operated at room temperature upon cyclically exposure from 11%
RH to 85% RH to 11% RH: (@) ZnS spheres, (b) ZnS-Au spheres, and
(c) the summarized response values of the ZnS and ZnS-Au sensors
exposed to various RH levels.

spheres, respectively. The sensors showed marked hu-
midity selectivity. The characteristics of the humidity re-
sponse curve can be explained as follows: in the initial
state (sensor was stored in a low-humidity environment;
base humidity: 11% RH), the sensor had the highest re-
sistance. Subsequently, when the sensor was exposed to
a high-humidity environment (85% RH), the resistance
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decreased and gradually achieved a relatively stable
value. The resistance increased and gradually recovered
to the initial stable state after it was switched again to a
low-humidity environment (11% RH). Figure 5¢ summa-
rizes the humidity response values of the ZnS-based sen-
sors with and without Au-nanoparticle decoration for
selected percent RH levels ranging from 33% to 95%. The
humidity response of the sensor constructed using ZnS
spheres demonstrated responses of 2.3 to 24.7 for 33% RH
to 95% RH. Moreover, the Au-nanoparticle-functionalized
ZnS sensor showed responses of 4.2 to 45.3 for 33% RH to
95% RH. The ZnS-based sensor response increased with
the RH level. The reason was that a higher number of
water molecules could be adsorbed on the surface of the
ZnS spheres for a higher RH level, and a greater amount
of charge transfer could occur from the water molecules
to the ZnS semiconductor in the test environment; an in-
crease in the charge of ZnS resulted in the lowered resist-
ance of the sensor in relatively high-humidity conditions
[24]. Comparatively, the humidity responses of the ZnS
spheres were markedly enhanced on Au-nanoparticle dec-
oration. This result indicated the improved degree of re-
sistance variation of the ZnS spheres under the various
percent RH levels following Au-nanoparticle decoration.
The humidity-sensing behavior is related to water adsorp-
tion and desorption processes on the surface of ZnS
spheres [29]. Reversible physisorption of water molecules
is a strong function and chemisorption of water molecules
plays a minor role in the variation of resistance of n-type
semiconductors operating in relatively high percent RH
levels. The water molecular adsorption rate has been
shown to depend on the surface area of the ZnO nanopar-
ticles [30]. The irregular surface of the ZnS spheres, which
is associated with the ZnS nanoparticle aggregation, pro-
vides several adsorption sites for water molecules. There-
fore, marked humidity responses of the ZnS-sphere-based
sensors were observed in this study. Oxide microspheres
with a porous morphology have been produced previously;
such morphology enhances the surface-area-to-volume
ratio [31]. In TiO,-SnO, thin films, the particle size
(which is of the order of nanometers) and the porous sur-
face facilitate the adsorption of water molecules [32].
Structural analyses indicated that ZnS sphere surfaces
became rougher and more irregular on Au-nanoparticle
decoration, which resulted in a porous surface. With an
increasing percent RH level, more water molecules are ef-
ficiently intercalated through these porous surfaces. Effi-
cient proton diffusion then occurs through the bonded
water molecules. Au-nanoparticle-decorated boron nitride
nanotubes exhibit better humidity responses than boron
nitride nanotubes without Au-nanoparticle decoration.
The presence of Au nanoparticles on the surface of boron
nitride nanotubes markedly enhanced the conductance
of the semiconductor on exposure to a relatively high-
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humidity environment [21]. Moreover, the enhanced hu-
midity sensitivity of polyamidoamine dendrimer sensors
modified with Au nanoparticles has been reported [33]. In
the present study, the enhanced humidity response of the
ZnS-Au sensor was associated with the enhanced proton
diffusion of the sensor on exposure to high percent RH
levels after initial exposure to the base humidity level. This
caused a markedly larger variation in the resistance of the
ZnS-Au sensor compared with the ZnS sensor.

Conclusions

Highly crystalline ZnS spheres were decorated with Au
particles by combining the sputtering technique and high-
vacuum thermal annealing. Detailed TEM images revealed
that the as-synthesized Au particles had nanoscale sizes
and that they were efficiently distributed on the surface of
the ZnS spheres. PL spectra revealed that the nanoparticle
surface modification changed the PL spectra intensity and
intensity ratio of ZnS emission bands. Au nanoparticles
decorating the surface of the ZnS spheres significantly
affected the sensor’s humidity response. The ZnS-Au
sensor exhibited considerably enhanced sensitivity com-
pared with a pure ZnS sphere sensor at various percent
RH levels operated at room temperature.

Competing interests
The authors declare that they have no competing interests.

Authors’ contributions

YCL designed the experiments and drafted the manuscript. SLL carried out
the sample preparations and the material analyses. Both authors read and
approved the final manuscript.

Authors’ information

YCL is a professor of the Institute of Materials Engineering at National Taiwan
Ocean University (Taiwan). SLL is a graduate student of the Institute of
Materials Engineering at National Taiwan Ocean University (Taiwan).

Acknowledgements
This work is supported by the Ministry of Science and Technology of Taiwan
(Grant No. NSC 102-2221-E-019-006-MY3).

Received: 5 November 2014 Accepted: 25 November 2014
Published: 30 November 2014

References

1. Kannan PK, Saraswathi R, Rayappan JBB: CO2 gas sensing properties of
DC reactive magnetron sputtered ZnO thin film. Ceram Int 2014,
40:13115-13122.

2. Nenov T, Nenova Z: Multi-objective optimization of the parameters of
TiO,-based ceramic humidity sensors. Ceram Int 2013, 39:4465-4473.

3. Reddy DA, Kim DH, Rhee SJ, Lee BW, Liu C: Tunable blue-green-emitting
wurtzite ZnS:Mg nanosheet-assembled hierarchical spheres for near-Uv
white LEDs. Nanoscale Res Lett 2014, 9:20.

4. LiuY, Li Z Zhong W, Zhang L, Chen W, Li Q: Synthesis and
photoluminescence properties of ZnS nanobowl arrays via colloidal
monolayer template. Nanoscale Res Lett 2014, 9:389.

5. Zhang Y, Yu K Jiang D, Zhu Z, Geng H, Luo L: Zinc oxide nanorod and
nanowire for humidity sensor. Appl Surf Sci 2005, 242:212-217.

6. Liang YC, Lin TY: Fabrication and sensing behavior of one-dimensional
Zn0-Zn,Ge0, heterostructures. Nanoscale Res Lett 2014, 9:389.

7. LiZ Ding D, Liu Q, Ning C, Wang X: Ni-doped TiO, nanotubes for
wide-range hydrogen sensing. Nanoscale Res Lett 2014, 9:118.



Liang and Liu Nanoscale Research Letters 2014, 9:647
http://www.nanoscalereslett.com/content/9/1/647

20.

21.

22.

23.

24.

25.

26.

27.

28.

29.
30.

31

Adhyapak PV, Kadam V, Mahadik U, Amalnerkar DP, Mulla IS: Influence of Li
doping on the humidity response of maghemite (y-Fe,O3) nanopowders
synthesized at room temperature. Ceram Int 2013, 39:8153-8158.
Mattogno G, Righini G, Montesperelli G, Traversa E: XPS analysis of the
interface of ceramic thin films for humidity sensors. Appl Surf Sci 1993,
70-71:Part 1:363-366.

Zhang W, Feng C, Yang Z: An inward replacement/etching route to
controllable fabrication of zinc sulfide nanotube arrays for humidity
sensing. Sens Actuators B 2012, 165:62-67.

Uzar N, Okur S, Arikan MC: Investigation of humidity sensing properties of
ZnS nanowires synthesized by vapor liquid solid (VLS) technique.

Sens Actuators A: Physical 2011, 167:188-193.

Hwang DH, Ahn JH, Hui KN, Hu KS, Son YG: Structural and optical
properties of ZnS thin films deposited by RF magnetron sputtering.
Nanoscale Res Lett 2012, 7:26.

Liu'Y, He Y, Yuan Z, Zhu J, Han J: Numerical and experimental study on
thermal shock damage of CVD ZnS infrared window material. J Alloys
Compd 2014, 589:101-108.

Yang H, Huang C, Su X, Tang A: Microwave-assisted synthesis and
luminescent properties of pure and doped ZnS nanoparticles. J Alloys
Compd 2005, 402:274-277.

Yang H, Yu S, Yan J, Zhang L: Random lasing action from randomly
assembled ZnS nanosheets. Nanoscale Res Lett 2010, 5:809-812.

Kar S, Chaudhuri S: Controlled synthesis and photoluminescence
properties of ZnS nanowires and nanoribbons. J Phys Chem B 2005,
109:3298-3302.

Liang Y-C, Liao W-K, Deng X-S: Synthesis and substantially enhanced gas
sensing sensitivity of homogeneously nanoscale Pd- and Au-particle
decorated ZnO nanostructures. J Alloys Compd 2014, 599:87-92.

Chang C-M, Hon M-H, Leu I-C: Improvement in CO sensing characteristics
by decorating ZnO nanorod arrays with Pd nanoparticles and the related
mechanisms. RSC Adv 2012, 2:2469.

Hongsith N, Viriyaworasakul C, Mangkorntong P, Mangkorntong N,
Choopun S: Ethanol sensor based on ZnO and Au-doped ZnO nanowires.
Ceram Int 2008, 34:823-826.

Wang X, Zhang J, Zhu Z, Zhu J: Humidity sensing properties of Pd,*-doped
ZnO nanotetrapods. App! Surf Sci 2007, 253:3168-3173.

Yu Y, Chen H, Liu Y, Li LH, Chen Y: Humidity sensing properties of single
Au-decorated boron nitride nanotubes. Electrochem Commun 2013,
30:29-33.

Yan X, Michael E, Komarneni S, Brownson JR, Yan Z-F: Microwave- and
conventional-hydrothermal synthesis of CuS, SnS and ZnS: optical
properties. Ceram Int 2013, 39:4757-4763.

Liang Y-C, Liao WK, Liu S-L: Performance enhancement of humidity
sensors made from oxide heterostructure nanorods via microstructural
modifications. RSC Adv 2014, 4:50866-50872.

Lu'Y, Wang Z, Yuan S, Shi L, Zhao Y, Deng W: Microwave-hydrothermal
synthesis and humidity sensing behavior of ZrO, nanorods. RSC Adv
2013, 3:11707.

Dunstan DE, Hagfeldt A, Alimgren M, Siegbahn HOG, Mukhtar E: Importance
of surface reactions in the photochemistry of zinc sulfide colloids. J Phys
Chem 1990, 94:6797-6804.

Wang Y, Zhang L, Liang C, Wang G, Peng X: Catalytic growth and
photoluminescence properties of semiconductor single-crystal ZnS
nanowires. Chem Phys Lett 2002, 357:314-318.

Zhou XT, Kim PSG, Sham TK, Lee ST: Fabrication, morphology, structure,
and photoluminescence of ZnS and CdS nanoribbons. J Appl Phys 2005,
98:024312.

Liu YG, Feng P, Xue XY, Shi SL, Fu XQ, Wang C, Wang YG, Wang TH:
Room-temperature oxygen sensitivity of ZnS nanobelts. Appl Phys Lett
2007, 90:042109.

Kulwicki BM: Humidity sensors. J Am Ceramic Soc 1991, 74:697-708.

Erol A, Okur S, Comba B, Mermer O, Arikan MC: Humidity sensing
properties of ZnO nanoparticles synthesized by sol-gel process. Sens
Actuators B 2010, 145:174-180.

Cao AM, Hu JS, Liang HP, Wan LJ: Self-assembled vanadium pentoxide
(V,05) hollow microspheres from nanorods and their application in
lithium-ion batteries. Angew Chem Int Ed Engl 2005, 44:4391-4395.

32.

33.

Page 7 of 7

Tai W-P, Oh J-H: Fabrication and humidity sensing properties of
nanostructured TiO,-SnO, thin films. Sens Actuators B Chemical 2002,
85:154-157.

Su P-G, Shiu C-C: Electrical and sensing properties of a flexible humidity
sensor made of polyamidoamine dendrimer-Au nanoparticles.

Sens Actuators B 2012, 165:151-156.

doi:10.1186/1556-276X-9-647

Cite this article as: Liang and Liu: Synthesis and enhanced humidity
detection response of nanoscale Au-particle-decorated ZnS spheres.
Nanoscale Research Letters 2014 9:647.

Submit your manuscript to a SpringerOpen®
journal and benefit from:

» Convenient online submission

» Rigorous peer review

» Immediate publication on acceptance

» Open access: articles freely available online
» High visibility within the field

» Retaining the copyright to your article

Submit your next manuscript at » springeropen.com




	Abstract
	Background
	Methods
	Results and discussion
	Conclusions
	Competing interests
	Authors’ contributions
	Authors’ information
	Acknowledgements
	References


<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /PageByPage
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000500044004600206587686353ef901a8fc7684c976262535370673a548c002000700072006f006f00660065007200208fdb884c9ad88d2891cf62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef653ef5728684c9762537088686a5f548c002000700072006f006f00660065007200204e0a73725f979ad854c18cea7684521753706548679c300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV <>
    /HUN <>
    /ITA <>
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020b370c2a4d06cd0d10020d504b9b0d1300020bc0f0020ad50c815ae30c5d0c11c0020ace0d488c9c8b85c0020c778c1c4d560002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken voor kwaliteitsafdrukken op desktopprinters en proofers. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents for quality printing on desktop printers and proofers.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /NoConversion
      /DestinationProfileName ()
      /DestinationProfileSelector /NA
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure true
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles true
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /NA
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /LeaveUntagged
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [595.440 793.440]
>> setpagedevice


